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Vinyltrimethoxysilane
CAS NO 2768-02-7

Specification

Items Standard Value Measured Value Test Method

Appearance Colorless, transparent, liquid Colorless, transparent, liquid By Eye

Color,Hz ≤30 10 Platinum-Cobalt

Purity ≥99% 99.4% GC

Density，20℃g/cm^3 0.9600~0.9800 0.9684 GB/P 611

Refractive Index nD25 1.3880~1.3980 1.3933 GB/P 614
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